

		
		
			
				
			
		

	

				

    All You Need 
 In One Single 
Theme.    








    Lorem ipsum dolor sit amet, consectetuer adipiscing elit, sed diam nonummy nibh euismod tincidunt ut laoreet dolore magna aliquam erat    


		

    Search for:
        
        
    






    
        
            



        

    





    
        
    
        
            
				            
        

    

    
        
            
                
                    
                        Search here:
                        
                            
                            

                        

                        
                    

                

            

        

    



        
                
                        
                                                
                    
                        
                                                    

                    

                    
                        
						
    
        
            [image: logo999]
                            [image: dark logo]                            [image: light logo]                            [image: fullscreen logo]        
    


							

                            
    
        	HomeHome
	ProductsProducts
	Deposit Stress Analyzer Products ASTM Standard B975
	Spiral Contractometer Products ASTM Standard B636





	Deposit Stress Analyzer SystemDeposit Stress Analyzer System
	Deposit Stress Analyzer Brochure
	Deposit Stress Analyzer – Test Strips – How to know what to purchase
	Video: How to use the Deposit Stress Analzyer
	Plating Set Up Photos For Test Strips
	CU – FE 1194 Test Strips Procedure in PSI
	Nickel 270NI Test Strips Procedure In PSI
	Metric Formula for the Deposit Stress Analyzer System
	Activation For Nickel Test Strips
	Electroless Nickel-Phosphorus-M value/procedure





	Spiral Contractometer SystemSpiral Contractometer System
	Spiral Contractometer Brochure
	Spiral Equipment – How to know want to purchase
	Video: How to use the Spiral Contractometer
	Plating Set Up Photos for Spiral/Helix
	Nickel Plating Conditions for Spiral Contractometer Tests
	Step by Step Callibration of the Spiral Contactometer Spiral (Helix)
	Operation and Calculation of the Spiral Contractometer
	Spiral Contractometer Instructions For Nickel Deposit Stress
	Spiral Contractometer Instructions for Applied Metalic Coatings
	Metric Formula for the Spiral Contractometer System
	Stripping Deposits from Spiral (Helices)





	ArticlesArticles
	ResourcesResources
	Frequently Asked Questions
	Bent Strip Deposit Stress Formulas
	Densities of Metals/M Values for Test Strips
	Deposit Stress Values For Various Metal Deposit
	Determining Stress in thin plastic and Ceramic Layers
	“M” Factor Correction
	Metal Test Plating Times for the Deposit Stress Analyzer System
	Plating Bath Parameters
	Information on Immersion Heaters





	About UsAbout Us
	Contact UsContact Us
	Specialty Testing and Development Company’s Return PolicySpecialty Testing and Development Company’s Return Policy
	ISO 9001 Certificate 2023ISO 9001 Certificate 2023

    

         
            
				                
                    
                                                 0
                    
                    
						0 items
						$0.00
					
                
				                    
                        	No products in the cart.


                    

				            

        

		

                        

                    

                    
                        
                                                    

                    

                

                            

                

            

    

    
        
			            
                
                    
						                            
                                
                    
                                            
                                
                            

												                            
                                
									
    
        
            [image: Mobile Logo]
        
    


                                

                            

						                        
                            
								                            

                        

                    
 
                

            

			
    
        
				Home
	Products
	Deposit Stress Analyzer Products ASTM Standard B975
	Spiral Contractometer Products ASTM Standard B636



	Deposit Stress Analyzer System
	Deposit Stress Analyzer Brochure
	Deposit Stress Analyzer – Test Strips – How to know what to purchase
	Video: How to use the Deposit Stress Analzyer
	Plating Set Up Photos For Test Strips
	CU – FE 1194 Test Strips Procedure in PSI
	Nickel 270NI Test Strips Procedure In PSI
	Metric Formula for the Deposit Stress Analyzer System
	Activation For Nickel Test Strips
	Electroless Nickel-Phosphorus-M value/procedure



	Spiral Contractometer System
	Spiral Contractometer Brochure
	Spiral Equipment – How to know want to purchase
	Video: How to use the Spiral Contractometer
	Plating Set Up Photos for Spiral/Helix
	Nickel Plating Conditions for Spiral Contractometer Tests
	Step by Step Callibration of the Spiral Contactometer Spiral (Helix)
	Operation and Calculation of the Spiral Contractometer
	Spiral Contractometer Instructions For Nickel Deposit Stress
	Spiral Contractometer Instructions for Applied Metalic Coatings
	Metric Formula for the Spiral Contractometer System
	Stripping Deposits from Spiral (Helices)



	Articles
	Resources
	Frequently Asked Questions
	Bent Strip Deposit Stress Formulas
	Densities of Metals/M Values for Test Strips
	Deposit Stress Values For Various Metal Deposit
	Determining Stress in thin plastic and Ceramic Layers
	“M” Factor Correction
	Metal Test Plating Times for the Deposit Stress Analyzer System
	Plating Bath Parameters
	Information on Immersion Heaters



	About Us
	Contact Us
	Specialty Testing and Development Company’s Return Policy
	ISO 9001 Certificate 2023

        

    

        

     



                    
                
                                     
                
                                    
            
                
        
                        

    
        

        
            
                
                    
                        
                                                        https://specialtytest.com/contractometer-system/callibration-of-the-spiral-contactometer-helix/

                                                                                                                    

                    

                

            

        

    



    
                
            
                
                    https://specialtytest.com/contractometer-system/callibration-of-the-spiral-contactometer-helix/                

                
                    The page you are looking for does not exist. It may have been moved, or removed altogether. Perhaps you can return back to the site's homepage and see if you can find what you are looking for.                

                
    Back to Home Page
    
    
    
                

        

            


 

  

    
        

            

    
        
    
        
            
                Specialty Testing and Development Company
			Specialty Testing and Development Company’s mission is to provide the global manufacturing industry with accurate and cost effective methods and equipment for testing stress in applied metallic coatings.



		
            

        

        
            
                Contact Us
			



	21 Church Street, PO Box 296, Seven Valleys, PA 17360 USA

Email: dgibble@specialtytest.com

Phone: 717-428-0186
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